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Grind Gauge
입도계

Chemistry Tester  

Washability Tester
세척성 시험기

Coating Thickness Gauge
도막 두께 측정기

This gauge is used to measure particle size of paint, ink and pigment.

This gauge is used to measure dry paint film thickness of coating surface. 

This tester used to measure detergency of coating surface of paint  
and ink.

Model QRGG-501
Scope 25, 50, 100 ㎛ (option)
Size 175 × 63 × 12 mm
Unit Hegman (H), Micro (㎛)
Composition Double Channel 1 ea

Model QRWT-501
Movement Range 300 mm
Speed 37 cpm
Count 4 Digits
Brush 2 ea
Sample Table 500 × 175 mm 2 ea
Weight 450 g

Model QRCTG-501
Steel Use 0 ~ 1 950 ㎛
No Steel Use 0 ~ 1 950 ㎛
Steel, Nonferrous metal 0 ~ 1 950 ㎛
Resolution 0.25 ㎛
Power DC 9 V


